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1. Introduction 

Heavy metal pollution has become one of the most 

serious environmental problems today. Unlike organic 

wastes, heavy metals are non-biodegradable and they 

can be accumulated in living tissues, causing various 

diseases and disorders [1, 2]. Nickel, as a hazardous 

heavy metal is found in various industrial activities like 

nickel plating, colored ceramics, batteries, furnaces 

used to make alloys or from power plants and trash 

incinerators. Over-absorption of nickel may cause 
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cancer of lungs, nose and bones, extreme weakness, 

dermatitis, headache, dizziness and respiratory distress 

[3]. Cobalt and its salts are used in nuclear medicine, 

enamels and semiconductors, grinding wheels, painting 

on glass and porcelain, hygrometers and electroplating. 

The effects of acute cobalt poisoning in humans are 

very serious, among them are asthma, damage to the 

heart, thyroid and liver. Cobalt may also cause 

mutations in living cells [4, 5]. Therefore, removal of 

these heavy metal ions from such industrial effluents is 
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Abstra c t  

The present study was focused on the simultaneous removal of Ni(II) and Co(II) ions from aqueous solutions 

by ultrasound-assisted adsorption onto carboxylated nanoporous graphene (G-COOH). Nanoporous 

graphene was synthesized by chemical vapor deposition method then functionalized by carboxyl groups and 

finally characterized using SEM, XRD, EDX, BET and FT-IR techniques. The effects of variables such as 

pH, sonication time, adsorbent dosage, and temperature on simultaneous removal of Ni(II) and Co(II) ions 

were studied and optimized. The kinetic and isotherm experiment data could be well described with the 

pseudo-second order kinetic model and the Langmuir isotherm model. The maximum adsorption capacity 

of G-COOH for Ni(II) and Co(II) ions was 94.34 mg g−1 and 87.72 

 mg g−1, respectively. Thermodynamic studies indicated that the adsorption process was spontaneous and 

endothermic in nature. 
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challenging requirement to produce a safe and clean 

environment. 

Many technologies have been developed for removal 

of heavy metal ions from aquatic environments, 

including chemical precipitation, chemical 

oxidation/reduction, reverse osmosis, ion exchange, 

electro dialysis, ultra-filtration and adsorption [6, 7]. 

Among them, the wide application of adsorption is 

emerged from advantages including simplicity, low 

cost, high efficiency, wide adaptability and availability 

of different adsorbents [8].  

Ultrasound irradiation is well known to accelerate 

chemical process due to the phenomenon of acoustic 

cavitation. Recently ultrasonic assisted adsorption 

process has been developed to favor the kinetic of the 

mass-transfer process of the adsorbate to the adsorbent 

and to reduce the time required for adsorption [9]. The 

nature and properties of the adsorbent are of prime 

importance in this method. In practice, the main 

requirements for a solid sorbent are: (a) the fast and 

quantitative sorption and elution, (b) a high surface area 

and high capacity, and (c) high dispersibility in liquid 

samples [9].  

Graphene has recently emerged as an attractive 

nanosorbent for removal of heavy metal ions owing to 

its outstanding properties like large surface area, high 

adsorption capacity, and good chemical and thermal 

stability. Graphene is a two-dimensional, one atom 

thick sheet of sp2-hybridized carbon atoms arranged in 

a hexagonal lattice. Unlike carbon nanotubes, both 

sides of the planar sheets of graphene are available for 

molecule adsorption [10]. Herein, the development of 

functionalized graphene is recommended. 

Functionalization may further enhance the selectivity of 

adsorbent. 

Recently, nanoporous graphene has been synthesized 

by chemical vapor deposition (CVD) method and 

successfully been applied for the sorption of crude oil 

and hydrocarbons from water with respect to its large 

specific surface area (410 m2 g-1), high pore volume 

(1.17 cm3 g-1), and small pore size [11]. The main 

objective of this work is to evaluate the performance of 

carboxylated nanoporous graphene for ultrasonic 

assisted removal of Ni(II) and Co(II) ions from aqueous 

samples. All main factors affecting the batch adsorption 

process were investigated and optimized. Meanwhile, 

behaviors and mechanisms of heavy metal ions 

adsorption are comprehensively explored by kinetic 

and isotherm models as well as thermodynamic 

parameters. 

2. Experimental procedure 

 2.1. Apparatus and Characterization Methods 

Heavy metals analysis was carried out using atomic 

absorption spectrophotometer (Alginate, model 240 

AA, USA) with air-acetylene flame, under the 

conditions given by the manufacturer. The pH values of 

the solutions were measured by a digital pH meter 

(Metrohm, model 744, Herisau, Switzerland). A 

Hettich centrifuge (model EBA 20, Hittech, Germany) 

and an ultrasonic bath with heating system (Tecno-

GAZ SPA Ultra Sonic System) were used throughout 

this study. The synthesized adsorbent was characterized 

by X-ray diffractions (PW 1840, Phillips X-ray 

diffractometer, Netherland) with Cu-Kα radiation 

source, scanning electron microscopy (SEM, Phillips, 

PW3710, Netherland), energy dispersive X-ray 

microanalyser (EDX, QuanTax 200, Rontec, Germany) 

which was attached to SEM, and Fourier Transform 

Infrared spectrophotometer (FTIR, IFS 88, Bruker 

Optik GmbH, Germany) using KBr pelleting method in 

the 4000–400 cm−1. A gas adsorption analyzer 

(Micromeritics ASAP 2010, Cleveland, USA) was used 

to measure the Brunauer-Emmett-Teller (BET) surface 

areas. The pHPZC of sorbent was determined using the 

known method as described previously for 0.15 g of the 

sample [12]. 

2.2. Materials 

The chemical compounds and reagents used in this 

work were of analytical grade and purchased from 

Merck (Darmstadt, Germany). Stock solutions were 

prepared by dissolving exact amount of nitrate salts of 

Ni(II) and Co(II) in deionized water to the 

concentration of 1000 mg L-1. The standard and 
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experimental solutions were obtained by diluting the 

stock solutions with deionized water. Deionized water 

(DI-water) obtained from a Millipore Continental 

Water System (Bedford, MA, USA) was used 

throughout this study. 

 2.3. Synthesis and Carboxylation of Nanoporous 

Graphene 

Nanoporous graphene was prepared by special CVD 

(chemical vapor deposition) method in a catalytic basis 

[11]. The reaction was carried out at 900–1100 ºC for 

5–30 min using methane as the carbon source and 

hydrogen as the carrier gas in a ratio of 4:1. The product 

was then stirred in 18% HCl solution and washed 

repeatedly with deionized water until the solution 

became neutral. The treated product was finally dried 

in oven at 100 ºC. 

For carboxylation process, 1 g of the as-prepared 

nanoporous grapheme was mixed with a 100 mL 

mixture of concentrated H2SO4 and HNO3 (3:1 v/v) for 

3 h at 60 ºC  in an ultrasonic bath (40 kHz and 100 W). 

After cooling to room temperature, the reaction mixture 

was diluted with 500 ml of deionized water and then 

vacuum-filtered through a filter paper (0.22 μm 

porosity). This washing operation is repeated until the 

pH of the filtrate solution became the same as deionized 

water pH. Finally, the G-COOH was dried in oven at 60 

°C. 

2.4. Batch Adsorption Procedure 

Batch adsorption experiments were performed by 

varying initial pH, contact time, adsorbent dose and 

temperature. The necessary amount of G-COOH was 

added to 50 mL of sample solution containing  

50 mg L-1 of Ni (II) and Co (II) at pH of 6 (from each 

one). Desired pH values in the sample solution were 

adjusted by adding negligible volumes of NaOH or 

HNO3 solutions. After ultrasonication for 12 min at 25 

ºC with ultrasonic water bath (40 kHz, 130 W), the 

mixture was filtered through a 0.22 µm filter membrane 

(GSWP 47, Millipore, Billerica, MA). Finally, the 

residual concentrations of metal ions in the filtrate were 

determined by F-AAS. Removal percentage and the 

solid phase heavy metal concentration, qe (mg g−1), 

were calculated as: 

Removal %= 100
C

)
e

C(C

0

0





   (1);  V
M

)eC(C0



qe

   

(2) 

Where C0 and Ce are the initial and final 

concentrations (mg L-1) of metal ions in solution phase, 

respectively, V is the volume of solution (L) and M is 

the mass of adsorbent (g). All the adsorption 

experiments were replicated thrice and results were 

averaged.  

2.5. Adsorption Isotherm    

Adsorption isotherms at 6 different metal ion 

concentrations in the range of 75-200 mg L-1 were 

studied using the same above procedure. The solution 

pH, contact time, sorbent amount, and temperature 

were adjusted in the optimum amounts obtained from 

batch optimization procedure, i.e., 6, 12 min, 0.12 g and 

298 K, respectively.  

2.6. Adsorption Kinetics      

Kinetics of Ni (II) and Co (II) ions adsorption on the 

G-COOH were also investigated by the same above 

procedure using different contact times (2-12 min) at 

optimum amounts of pH, adsorbent dosage and 

temperature. 

2.7. Adsorption Thermodynamics 

Thermodynamic studies at different temperatures 

(288, 298, 308, 318, and 328 K) were carried out by 

adding 0.08 g of G-COOH into 50 mL of Ni (II) and Co 

(II) ions solution (50 mg L−1). The solution pH and 

ultrasonication time were adjusted in 6 and 12 min, 

respectively.  

3. Results and discussion  

3.1. Characterization of Adsorbent 

The SEM image of G-COOH (Figure 1) illustrates 

the highly porous structure of this material with pore 

sizes from 45 to 63 nm.  

The XRD pattern of the sample is shown in Figure 2. 

G-COOH shows a strong and sharp (002) peak at 

2θ=24.26º (corresponding to a d-spacing of 0.35 nm), 

which is the characteristic peak of graphene [11].  
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Figure 1. SEM image of carboxylated nanoporous graphene. 

 

 

Figure 2.  XRD pattern of carboxylated nanoporous graphene. 

The further proofs about the functional groups are 

offered by the following FT-IR analysis  

(Figure 3). The HNO3-H2SO4 treatment produced 

carboxyl groups on the surface of nanoporous graphene 

because of oxidation, as indicated by the presence of 

characteristic peaks at 3430 cm−1 and 1725 cm−1 for 

stretching vibrations of O–H and C=O of the carboxyl 

groups, respectively. Also, the peak at 1123 cm−1 is 

corresponded to C–O stretching vibrations of the 

carboxyl/or ether groups. A band at around 1630 cm−1 

belongs to the stretching mode of the aromatic C=C 

double bond that forms the skeletal of the graphene 

sheets. 

EDX data of the G-COOH was obtained and shown 

graphically in Figure 4. The EDX analysis of 

carboxylated nanoporous graphene shows high amount 

of element of O (22.01%) originating from oxidation of 

graphene. 

The BET surface area of G-COOH was obtained as 

320 m2 g-1. Decreasing of the BET surface area in 

comparison with G (SBET=410 m2 g-1) is due to the 

carboxylation process.  

For determination of pHPZC of G and G-COOH the 

(pHfinal–pHinitial) values were plotted versus their 

corresponding initial pH values as shown in Figure 5. It 

has been found that the pHPZC of G is 6.3 and then, it 

shifts to lower pH value of 4.5 for G-COOH. These 

results imply that the sorbents have acidic surface since 

the pHPZC values are less than 7. 

 

Figure 3. FT-IR spectrum of carboxylated  

nanoporous graphene. 

 

   

Figure 4. EDX spectrum of carboxylated nanoporous graphene. 

 

 

Figure 5. Final pH versus initial pH plots for 0.15 g of G and  

G-COOH. 
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3.2. Effect of pH 

The effect of pH on the adsorption of Ni (II) and Co 

(II) ions by 0.1 g of G-COOH was studied over the pH 

range of 2–7.5 (to avoid metal ions precipitation), with 

known concentration of metal ions (50 mg L-1), and 

ultrasonication time of 8 min at 25 ºC. As illustrated in 

Figure 6, removal percentage of both metal ions 

increased as the pH increased from 2 to 6 and then 

remained constant up to pH=7.5. At low pH values 

(pH< pHPZC~4.5), solution is strongly acidic and the 

surface of the sorbent is surrounded by hydrogen ions 

and due to the competition of protons with metal ions, 

the removal percentages were low. At higher pH values 

(pH> pHPZC~4.5), the sorbent surface becomes 

negatively charged (G-COO-) due to the deprotonation 

reaction, so, the increased removal of Ni (II) and Co (II) 

ions is due to the strong electrostatic attraction between 

the sorbent surface and metal ions. Accordingly, pH=6 

was chosen as the optimal pH for all further studies. 

 

Figure 6. Effect of solution pH on adsorption of Ni(II) and 

Co(II) onto G-COOH (Conditions: sorbate concentration 

 50 mg L-1; Msorbent 0.1 g; t=8 min; T=298 K). 

3.3. Effect of Contact Time 

The effect of contact time on the removal Ni (II) and 

Co (II) ions by G-COOH was studied using different 

ultrasonication times from 2 to 16 min with 50 mL of 

50 mg L-1 metal ions solution (pH=6), and  

0.1 g of G-COOH at temperature of 298 K. As can be 

seen from Figure 7 that the adsorption rate of metal ions 

onto the adsorbent was very rapid initially, which 

indicates that there were enough adsorption sites for the 

ions to be accommodated. Subsequently, the adsorption 

rate slowly decreased as the adsorption sites became 

gradually saturated, and finally it reached equilibrium 

in 12 min and remained constant up to 16 min. 

Therefore, 12 min was selected as optimum contact 

time for subsequent isotherm studies. 

 

Figure 7. Effect of contact time on adsorption of Ni(II) and 

Co(II) onto G-COOH (Conditions: sorbate concentration 

 50 mg L-1; pH=6; Msorbent 0.1 g; T=298 K). 

3.4. Effect of Adsorbent dosage 

Adsorption of Ni (II) and Co (II) ions was studied 

using different dosages of G-COOH (0.02-0.16 g) at the 

optimum pH and contact time. As shown in Figure 8, 

increase in adsorbent dosage enhanced significantly the 

percent removal of metal ions from aqueous solution. 

The maximum removal of both metal ions was obtained 

for the adsorbent dosage of 0.12 g. At low adsorbent 

dosages, the absorbent surface became saturated with 

the metal ions and the residual metal ion concentration 

in the solution was large. As the adsorbent dosage 

increases, the adsorbent sites available for heavy metal 

ions are also increased and consequently better 

adsorption takes place. However, higher dosages 

(>0.12 g) had no significant effect on the metal ions 

uptake as the surface metal ions concentration and the 

solution metal ions concentration came to equilibrium 

with each other. Accordingly, 0.12 of G-COOH was 

used in all subsequent experiments. 
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Figure 8. Effect of adsorbent dosage on adsorption of Ni(II) and 

Co(II) onto G-COOH (Conditions: sorbate concentration 

 50 mg L-1; pH=6; t=12 min; T=298 K). 

3.5. Effect of Temperature 

The adsorption experiments of Ni (II) and Co (II) 

ions were performed at five different temperatures in 

the range of 288-328 K with 50 mL of 50 mg L-1 

aqueous metal ions solution and 0.08 g of G-COOH at 

pH of 6, and contact time of 12 min. From Figure 9, the 

removal percentage of both metal ions by G-COOH 

increases with the rise in solution temperature from 288 

K to 308 K, suggesting that the adsorption process is 

endothermic. This increase can be due to the increased 

mobility of metal ions and to their tendency to adsorb 

from the solution to the surface of the adsorbent as well 

as due to a greater activity of binding sites as the 

temperature increases. 

 

Figure 9. Effect of temperature on adsorption of Ni(II) and 

Co(II) onto G-COOH (Conditions: sorbate concentration  

50 mg L-1; pH=6; t=12 min; Msorbent 008 g; T=298 K). 

3.6. Adsorption Isotherms 

In the present work, the sorption data have been 

subjected to different sorption isotherms, namely, 

Langmuir, Freundlich and Temkin models. Langmuir 

adsorption isotherm is valid in the case of monolayer 

adsorption onto the surface with a finite number of 

identical sites [13]. Freundlich isotherm is used for the 

description of multilayer adsorption with interaction 

between adsorbed molecules [14]. The Temkin 

isotherm model assumes that the adsorption energy 

decreases linearly with the surface coverage due to 

some indirect adsorbate/adsorbate interactions [15]. 

The linear forms of isotherm models are defined as: 

  

maxq

eC

maxqK

1

eq

eC

L

      (3)    

Celn
n

1
Kln

e
qln F        (4)  

CelnBKlnBeq TTT                        (5)  

The experimental equilibrium adsorption data were 

fitted above equations using plot of Ce/qe versus Ce, ln 

qe versus ln Ce, and qe versus ln Ce, respectively. 

Isotherm constants were determined from the slopes 

and intercepts of the corresponding linear plots. In 

Langmuir model, qe is the amount of heavy metal ion 

adsorbed at equilibrium (mg g-1), qmax is maximum 

adsorption capacity (mg g-1) on unit mass of adsorbent, 

and KL is the Langmuir constant (L mg-1), related to the 

free energy of adsorption. Furthermore, the essential 

characteristic of the Langmuir isotherm, i.e., 

dimensionless separation factor (RL) was calculated 

using Eq. (6). The RL values between 0 and 1 indicate 

favorable adsorption. In Freundlich isotherm KF and n 

are the isotherm constants related to adsorption 

capacity (mg1 − 1 / n L1 / n g−1) and adsorption intensity, 

respectively. In Temkin model, KT is the equilibrium 

binding constant (L mg-1) and BT is a constant related 

to adsorption heat (kJ mol-1).  

0L
L CK1

1
R


                                         (6) 

The results obtained by fitting the experimental 

equilibrium adsorption data to the isotherm models as 

well as the correlation coefficients (R2) for all the 

models were presented in Table 1. Examination of the 

linear isotherm plots suggested that, for the adsorption 
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of metal ions onto G-COOH adsorbent, the Langmuir 

isotherm yielded a much better fit with higher 

correlation coefficient (R2>0.99) than the other models.  

Also, the values of RL are in the range of 0–1, which 

confirms the favorable uptake of Ni (II) and Co (II) ions 

by the G-COOH adsorbent. Therefore, uptake of both 

metal ions by G-COOH preferably followed the 

monolayer adsorption process. 

3.7. Comparison of G-COOH-Based Batch 

adsorptionmethod With Others  

A comparison of the maximum adsorption capacities 

of different adsorbents for removal of Ni(II) and Co(II) 

ions was also reported in Table 2. The variation in qmax 

values between the adsorbents can be related to the type 

and density of active sites responsible for adsorption of 

metal ions from the solution. It is clear from this table 

that the adsorption capacity of G-COOH used in the 

present study is significant high. This may be attributed 

to the effect of particle size and distribution, 

morphology, and surface structure of the adsorbent.  

 

 

 

 

 

 

 

3.8. Adsorption Kinetics  

In order to investigate the mechanism of metal ions 

adsorption on the adsorbents and examine the potential 

rate-controlling step, i.e., mass transfer or chemical 

reaction, different kinetic models were studied. The 

capability of Lagergren’s pseudo-first-order, pseudo-

second-order, and intraparticle diffusion models was 

examined in this study. The correlation coefficient (R2, 

close or equal to 1) was introduced to evaluate the 

suitability of different models. The linearized-integral 

forms of studied kinetic models are expressed as [26-

28]:  

  t11t1 klnqqqln     (7);    

q

t

qk

1

qt

t

2

2

22

   (8);    

i
Ct

i
k

t
q

1/2
   (9) 

 

 

 

 

Table 1. Isotherm parameters for the adsorption of Ni(II) and Co (II) onto GOOH (Conditions: sorbate concentration 
75-200 mg L-1; Msorbent 0.12 g; t=12min; T=298 K). 

Metal 

 ions 

Langmuir  

isotherm 

Freundlich  

isotherm 

Temkin 

 isotherm 
qmax 

(mg g-1) 
KL R2 RL* n KF R2 BT KT R2 

Ni(II) 94.34 0.082 0.994 0.20 2.08 13.54 0.958 22.56 1.51 0.986 

Co(II) 87.72 0.076 0.995 0.21 2.22 13.14 0.984 20.36 1.54 0.989 

* For C0=50 mg L-1. 

Table 2. Comparison of the adsorption capacities of various adsorbents for Ni (II) and Co (II) removal by batch method. 

Metal ions Adsorbent 

Adsorption capacity  

(mg g-1) References 

Ni (II) Co (II) 

Co (II) Fe3O4/ GO ----- 22.70 [4] 

Cd(II), Co (II) Graphene oxide (GO) ----- 68.20 [16] 

Ni (II) Graphene/ MnO2 66.00 ----- [17] 

Ni (II) Oxidized carbon nanotube 7.61 ----- [18] 

Ni (II) Ion imprinted aniline-formaldehyde polymer 71.94 ----- [19] 

Ni (II) Surface imprinted silica gel 12.61 ----- [20] 

Ni(II), Cu(II) and Zn(II) Sodium dodecyl sulphate coated Fe3O4 41.2 ----- [21] 

Ni (II), Co (II) and Cd (II) Eucalyptus leaves ash 23.80 27.03 [22] 

Ni (II), Co (II) Oxalate modified activated carbon 52.63 50.76 [23] 

Ni (II), Co (II) Jordan low-cost zeolite  33.00 2.73 [24] 

Co (II) Aminophosphonate chelating resin 17 8.01 [25] 

Ni (II), Co (II) Carboxylated nanoporous graphene 94.37 87.72 Present study 
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Where q1 (or q2) and qt (mg g-1) are the values of 

amount adsorbed per unit mass of sorbent at 

equilibrium and at any time t. k1 (min-1) is the pseudo-

first-order adsorption rate coefficient and k2 (g mg-1 

min-1) is the pseudo-second-order constant.  

The values of k2 were calculated from the slopes of the 

respective linear plots of t/qt vs. t. In intraparticle 

diffusion model ki (mg g-1 min-1/2) is the diffusion rate 

coefficient and Ci is the intercept and relate to the 

thickness of the boundary layer. The parameter values 

for each model were obtained from the respective 

fitting curve resulting from the linear form of pseudo-

first order, pseudo-second order and intra-particle The 

results along with the correlation coefficients (R2) were 

listed in Table 3.  

Comparing the correlation coefficients of kinetic 

models revealed that the pseudo-second-order kinetic 

model with R2 values close to 1 matched better the 

experimental data than the other models.  

This model is based on the assumption that the rate 

limiting step may be a chemical sorption involving 

valence forces through sharing or exchange of electrons 

between the adsorbent and the adsorbate [29]. 

3.9. Adsorption Thermodynamics 

Thermodynamic studies are used to decipher any 

reaction in a better way. In the present study, the 

variation in the extent of adsorption with respect to 

temperature has been explained based on 

thermodynamic parameters viz. changes in standard 

free energy (ΔG0), enthalpy (ΔH0) and entropy (ΔS0). 

Thermodynamic parameters were evaluated in the 

temperatures range of 288-328 K (to avoid thermal 

decomposition of adsorbent). The values of the 

thermodynamic parameters were calculated using the 

thermodynamic equations described below [30, 31]:  

cKln RT
0

ΔG   (10);   
RT

ΔH

R

ΔS
Kcln 

00

   (11) 

 

 

 

 

 

Table 3. Kinetic parameters for the adsorption of Ni(II) and Co (II) onto GOOH (Conditions: 

sorbate concentration 50 mg L-1; Msorbent 0.12 g; t=2-10 min; T=298 K). 

Metal 

 ions 

Pseudo first-order kinetic Pseudo second-order kinetic Intra particle  diffusion 

q1 

(mg g-1) 

K1 R2 q2 

(mg g-1) 

K2 R2 Ki Ci R2 

Ni(II) 0.267 23.57 0.987 30.12 0.006 0.997 6.509 0.968 0.991 

Co(II) 0.236 22.64 0.981 30.76 0.005 0.996 6.519 1.557 0.988 

Where R the ideal gas constant (8.314 J mol-1 K-1), T 

is the absolute temperature (K), and Kc is the 

thermodynamic equilibrium constant defined by qe /Ce. 

∆H0 and ∆S0 values were obtained from slope and 

intercept of the plot ln Kc versus 1/T. The values of 

thermodynamic parameters thus calculated were 

recorded in Table 4. 

Positive ΔH0 values at different temperatures 

suggested the endothermic nature of adsorption process, 

which was in good agreement with the results that the 

adsorption of metal ions increased with the increasing 

temperature. Positive ΔS0 values showed an  

increased randomness during metal ions adsorption. 

Negative ΔG0 values indicated that the adsorption 

reaction of both metal ions was spontaneous. 
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4. Conclusion 

G-COOH was synthesized via CVD method and 

successfully functionalized with carboxyl groups. It 

was observed that the carboxylated nanoporous 

graphene is an efficient adsorbent for the removal of 

Ni(II) and Co(II) ions. The maximum removal 

percentage of the studied metal  ions (R=99%) was 

obtained at optimum conditions: pH of 6, 0.12 g of 

sorbent, 12 min ultrasonication time, and 298 K. The 

isotherm models such as Langmuir, Freundlich, and 

Tempkin were evaluated and the equilibrium data were 

best described by the Langmuir model. The adsorption 

process was fast and pseudo-second-order rate model 

accurately described the kinetics of adsorption, which 

suggested chemisorption as the rate-limiting step in the 

adsorption process. Based on thermodynamic studies, 

the adsorption process of metal ions was both 

endothermic and spontaneous. Ased on the results, The 

proposed sorbent is useful for quantitative adsorption 

of Ni(II) and Co(II) ions with high sorption capacities 

in short time. 
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